
Reducing inhibition of the photochemical crosslinking by including in the
photosensitive polyimide precursor composition a metal inhibitor selected
from 1H-tetrazole, 1,2-cyclohexenediamine tetraacetic acid hydrate and
5-mercaptobenzimidazole. 


