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Fig. 6
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Fig. 7
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Fig. 9
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Fig. 10

providing the solar cell having the electrode with the 
selected at least one of the thickness or the material, the 
solar cell being configured to at least substantially absorb 
light of the first wavelength range for generating electrical 
energy and configured to at least substantially transmit 

light of the second wavelength range

coupling an energy storage to the solar cell for storing the 
electrical energy generated by the solar cell
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electrically connect a detector to the energy storage to 
receive the electrical energy, and to detect the transmitted 

light of the second wavelength range
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selecting at least one of a thickness or a material for a 
transparent or semi‐transparent electrode of a solar cell, 
dependent on a desired absorptance of the solar cell for 

light of a first wavelength range and a desired 
transmittance of the solar cell for light of a second 

wavelength range
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