
A scaffold material for wound care and/or other tissue healing applications
and methods for making the same is described. The scaffold material is
constituted of a decellularized extracellular matrix from fish skin. The
scaffold material may also include lipids from the lipid layer of the fish
skin. Methods for making and using the scaffold material are also
described. 




