
A printed circuit board is by formed by laminating an interlaminar
insulating layer on a conductor circuit of a substrate, in which the
conductor circuit is comprised of an electroless plated film and an
electrolytic plated film and a roughened layer is formed on at least a part
of the surface of the conductor circuit.    


