
Plasma confinement rings are adapted to reach
sufficiently high temperatures on plasma-exposed
surfaces of the rings to substantially reduce polymer
deposition on those surfaces. The plasma confinement
rings include an RF lossy material effective to
enhance heating at portions of the rings. A
low-emissivity material can be provided on a portion
of the plasma confinement ring assembly to enhance
heating effects. 


