
A catalyst for addition polymerization obtained by contacting (A) an
organoaluminum compound, (B) a specific boron compound and (C) a solid
inorganic compound, and a process for producing an addition polymer
characterized by polymerizing an addition- polymerizable monomer in the
presence of the catalyst.    


