
A junction structure comprising a conductor member
composed mainly of copper and an electrode member
composed mainly of copper joined together by a
junction obtained by melting cementation of a brazing
filler metal member composed mainly 



of tin containing substantially none of copper,
wherein the copper atom content of alloy at the center
of the junction is higher than that of the periphery. 


