
A composite sheet includes a film 2 and a fibrous sheet  made of
thermoplastic, respectively. The film 2 is formed on  its surface opposed
to the fibrous sheet 3 with a plurality of  bulgy zones extending in one
direction in parallel to and spaced  apart from one another and
substantially flat zones defined  between each pair of the adjacent bulgy
zone. The film 2 is  welded along its bulgy zones to the fibrous sheet 3.


