
The present invention is directed to stable aqueous dispersions of an
acrylic modified chlorinated polyolefin and a process for their
preparation. The aqueous dispersions of acrylic modified chlorinated
polyolefin are effective for use as coatings on treated and untreated
polyolefinic substrates.    


