
Improved integrally skinned asymmetric membranes for
organic solvent nanofiltration, and their methods of
preparation and use are disclosed. Membranes are
formed from polyimides by phase inversion and are then
crosslinked by addition of amine crosslinking agents
that react with the imide groups of the polyimide,
creating amide bonds. These stabilise the membranes
and allow solvent nanofiltration to be maintained even
in the solvents from which the membranes were formed
by phase phase inversion. 


