
A UV curable adhesive composition comprising a polyacrylate having pendant
photosensitive moieties, a vinyl ether, and an onium salt photoinitiator is
a liquid at ambient temperature and cures with UV irradiation to a pressure
sensitive adhesive with good peel strength through the range of 85[err]C to
-40[err]C.    


