
[ABSTRACT]       Provided is a metal card including a metal card
sheet made of duralumin and an anodized layer formed by anodizing a
surface of the metal card sheet, wherein a background color or
pattern of the metal card is determined according to a composition of
electrolyte of the anodizing for forming the anodized layer. 


