A:BSTRACT ABSTRACT COWPCSI TE PLASTI C SHEET AND PROCESS FOR MAKI NG THE
SAME A conposite sheet conprises a hydrophobic first plastic filmlayer 2
form ng an upper surface of the sheet, a second plastic filmlayer 5
formng a | ower surface of the sheet and a hydrophobic internediate fibrous

assenbly layer 3 disposed between these two | ayers 2 h I pl astic
film-aver 2 includes a plurality of first plane reg?%ﬁgcghﬁyigégﬁ%ne from

f
anot her and extendi ng parallel one t 6%Anot her in one direction and
saw oot h-shaped first rising regions 12 forned al ong edges of the first
pl ane regions 8 and the second plastic filmlayer 5 includes a plurality of
second pl ane regions 58. Such cQnposi+te; sheety i s breat habl e but
| i quid-resistant and suitable for use for disposable garnents. Refer to
Fig. 3.

COMPOSITE PLASTIC SHEET AND PROCESS FOR MAKING THE SAME

A composite sheet comprises a hydrophobic first plastic
film layer 2 forming an upper surface of the sheet, a second
plastic film layer 5 forming a lower surface of the sheet and
a hydrophobic intermediate fibrous assembly layer 3 disposed
between these two layers 2, 5. The first plastic film layer
2 includes a plurality of first plane regions 8 spaced one from
another and extending parallel one to another in one direction
and sawtooth-shaped first rising regions 12 formed along edges
of the first plane regions 8 and the second plastic film layer
5 includes a plurality of second plane regions 58. Such
composite sheet 1is breathable but liquid-resistant and

suitable for use for disposable garments.

Refer to Fig. 3.
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