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Support, on a supporting platform, a wafer to be processed in which a pre-
crack has formed, a first end surface of the wafer being upward and a
cutting tool processing the wafer along a first preset position of the first
end surface of the wafer
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Adjust the height of the supporting platform and support the wafer on the

supporting platform again,a second end surface of the wafer being upward
and the cutting tool processing the wafer along a second preset position of
the second end surface of the wafer, to complete processing of the wafer
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