
Apparatus and method for the vacuum deposition of at least two different
layers of thin film material onto a substrate by two different vacuum
deposition processes. Also disclosed is a novel linear applicator for using
microwave enhanced CVD to uniformly deposit a thin film of material over an
elongated substrate.    


