
ELECTRODE FOR ELECTRIC DISCHARGE SURFACE TREATMENT, ELECTRIC DISCHARGE
SURFACE  TREATMENT METHOD AND ELECTRIC DISCHARGE SURFACE TREATMENT
APPARATUS  Abstract:  



To form a thick film through a coating conducted by a submerged
pulse-discharge treatment, not less than 40 volume  % of a metal material,
which never or hardly forms a carbide, is contained in an electrode as an
electrode material.   


