
A hydrophilic adhesive mass contains 0.05 to  10 wt.% of a copolymer of an
aminoalkyl (meth)acrylate  and an alkyl (meth)acrylate. This hydrophilic
adhesive  mass is excellent in adhesiveness, and especially when  combined
with a pharmacologically active ingredient, is  suitable for use in
providing hydrophilic plasters.    


