
The present invention provides a polyolefin resin-based marking composition
capable of developing a vivid color in dark brown to black on irradiation
with laser beams, moldings of the composition, and a laser marking method.
The marking composition comprises a polyolefin resin-based marking
composition containing from 0.005% by weight to less than 0.5% by weight of
a silicon compound based on the polyolefin resin.    


