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FIG. 1 
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placing the heavily doped substrate on a susceptor of a 

reactor chamber

introducing main hydrogen gas into the reactor chamber 

via a first gas inlet, and introducing auxiliary hydrogen gas 

into a region of the reactor chamber located below the 

susceptor via a second gas inlet

baking the reactor chamber at a predetermined temperature

introducing a reactor gas into the reaction chamber via the 

first gas inlet, to form an epitaxial layer on the heavily 

doped substrate by a deposition reaction, wherein at least 

during the baking and the deposition reaction, a flow rate 

of the main hydrogen gas is greater than or equal to 55 slm, 

or a flow rate of the auxiliary hydrogen gas is less than or 

equal to 18 slm
  

FIG. 2 
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FIG. 3 

 


