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WAFER PROCESSING METHOD 

 

ABSTRACT OF THE DISCLOSURE 

        A method for processing a wafer in which patterns 

including a metal layer are formed on streets.  The method 

includes: a step of applying a laser beam along the 

streets formed with the patterns to form laser processed 

grooves having a depth in excess of a finished thickness 

of the wafer while removing the patterns; a step of 

grinding a back surface side of the wafer to thin the 

wafer to the finished thickness, and to expose the laser 

processed grooves to the back surface of the wafer, 

thereby dividing the wafer into a plurality of device 

chips; a step of removing a crushed layer formed on the 

back surface side of the wafer; and a step of forming a 

strain layer on the back surface side of the wafer by 

plasma processing using an inert gas. 
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