
A glass container and related methods of manufacturing, The glass container
has a glass composition including soda-lime base glass materials, and an
oxide of vanadium for good ultraviolet light blocking properties and an
oxide of selenium to decolor the glass for good clarity and decolorization.
The glass composition of the glass container also may include an oxide of
sulfur. 




