
The present invention discloses a CVD (Chemical Vapor Deposition) process
where nickel or alloys thereof, such as, Ni/Cu, Ni/Co, are deposited on
metal surfaces which are capable of receiving nickel or alloys thereof,
using an Iodide source, preferably an Iodide salt, such as, Copper Iodide.


