
A catalyst filter comprising titania catalyst fiber and at  least one layer
of nonwoven fabric of polymer fiber, which can  remove dust and nitrogen
oxides from exhaust gas at the same time,  has a high catalytic activity
and maintains the high catalytic  activity even after vibrating the filter
to shake off calcium  hydroxide and dust.    


