
The invention relates to a polyamide comprising a
compound having at least one hydroxyl group,
chemically bonded to the end of the polymer chain by
means of an 



amide group, a method for production of such a
polyamide, and fibres, films and moulded bodies
comprising at least one such polyamide. 


