
An optical recording medium of a single plate type  comprises a substrate
having a groove, a recording layer  containing a dye overlying the
substrate, a reflective  layer overlying the recording layer and a
protective layer  overlying the reflective layer, wherein the recording
layer is formed by a spin-coating method and the dimen-  sion of the groove
varies from the center portion of the  substrate toward the outer periphery
thereof.    


