
The invention is a catalyst comprising a titanium or
vanadium zeolite, a binder, and zinc oxide, wherein
the catalyst is preparing an aqueous mixture of the
zeolite, a binder source, and a zinc oxide source, and
subjecting the mixture to rapid drying. The catalyst
is useful in olefin epoxidation. 


