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ABSTRACT 

 An optical member, which includes: a first optical transparent layer having 

convex-concave shapes, and being transparent to visible light; a 

wavelength-selective reflective layer, which is formed on the convex-concave shapes 

of the first optical transparent layer, and is configured to selectively reflect certain 5 

wavelengths of infrared light; and a second optical transparent layer formed on the 

wavelength-selective reflective layer, wherein the wavelength-selective reflective 

layer includes at least an amorphous high-refractive-index layer, a metal layer, and 

a crystalline high-refractive-index layer in contact with the second optical 

transparent layer. 10 


