
ABSTRACT            A filter medium having excellent efficiency and an air
filter unit using the     same are provided which have air permeable
supporting material (3, 4) on at 5 least one surface of a PTFE porous film
(2). The maximum amount of organic     materials detected from the filter
medium is 3ng or less per gram of the filter     medium.    


