
ABSTRACT  METAL FOIL PROVIDED WITH ADHESION AUXILIARY
MATERIAL AND PRINTED WIRING BOARD USING SAME A metal
foil provided with an adhesion auxiliary material  is
characterized in that a layer of the adhesion
auxiliary  material having a thickness of 0.1-10m is
provided on a metal  having a surface ten-point
average roughness Rz of 2.0m or  less; the adhesion
auxiliary material includes (A) an epoxy  resin and
(C) an epoxy resin curing agent; and the components
of (A) is composed of an adhesion auxiliary
composition  selected from a group composed of a
novolac epoxy resin and  aralkyl epoxy resin. Figure 1


