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Dispersing a lithium compound in an aqueous solvent to
form a first suspension

\ 4

Adding a binder material and a conductive agent into the
first suspension to form a second suspension

{

Dispersing a cathode active material into the second
suspension to form a third suspension
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Homogenizing the third suspension by a homogenizer to
obtain a homogenized slurry
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Applying the homogenized slurry on a current collector to
form a coated film on the current collector

y

Drying the coated film on the current collector to form the
cathode
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