
A thermoplastic resin molded product obtained by supplying to and molding
by a molding machine, from 10 to 40 wt% of a thermoplastic resin mixture
(I) and from 60 to 90 wt% of an ABS resin (II), wherein said thermoplastic
resin mixture (I) is prepared by melt mixing from 40 to 80 wt% of an
acrylic rubbery polymer (A) which is a homopolymer of an acrylate monomer
or a copolymer of an acrylate monomer with other copolymerizable monomer,
having a glass transition temperature of at most 0[err]C, a gel content of
at most 70% and a solubility parameter of from 8.4 to 9.8 (cal/cc)[err] and
from 20 to 60 wt% of a vinyl copolymer (B) comprising from 60 to 80 wt% of
units of an aromatic vinyl monomer, from 20 to 40 wt% of units of a vinyl
cyanide monomer and from 0 to 20 wt% of units of a vinyl monomer
copolymerizable therewith.    


