
ABSTRACT OF THE DISCLOSURE            The present invention provides an ink
jet head        substrate comprising a heat generating resistance
member forming a heat generating portion, an electrode   5   wiring
electrically connected to the heat generating       resistance member, and
an anti-cavitation film provided       on the heat generating resistance
member and the       electrode wiring via an insulation protection layer,
and wherein the anti-cavitation film is formed from  10   different
materials with more than two layers.    


