-17- ,SO SUBSTRATE AND METHOD OF PRODUCI NG THE SAME ABSTRACT A net hod of-
produci ng an SO substrate (1) having a single-crystal silicon layer (2) on
the buried oxide |layer (5) in an electrically insulating state fromthe 5
substrate (1) by inplanting oxygen ions-1%3t 0 a single-crystal silicon
substrate (1) and practici-ng ‘an anneal processing in an inert gas
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the anneal proces f SS—0t Dt et de Iayer (5)
becomes a theoretical value in conf o ABSERALTH the th| ckness of the buried
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1. layer (2) on the buried oxide layer (5) in an electrically msulatmg state from
5 substrate (1) by implanting oxygen ions into a single-crystal silicon substrate (1) and
' practicing an anneal processing in an inert gas atmosphere at high temperatures to form
the buried oxide layer (5).. After the anneal processing in which the thickness of the
buried oxide layer (5) becomes a theoretical value in conformity with the thickness of
the buried oxide layer formed by the implanted oxygen, the oxidation processing of the
10  substrate is carried out in a high temperature oxygen atmosphere.

Fig. 1.
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