
Disclosed are coating compositions that include a continuous phase that
includes water and a dispersed phase that includes a microgel having a mean
particle size of greater than 50 nanometers. The microgel is formed from
reactants selected so as to provide a copolymer having a certain calculated
Tg and includes a cycloaliphatic (meth)acrylate. 


