
Summary The invention relates to a polymer composition characterized in
that it contains, rela tive to the total composition, 0.01% to 10% by
weight, preferably 0.05% to 2% by weight of at least one phenol it also
relates to a corresponding polymer master batch and to its preparation and
use Figure 3  


