
A method of applying a coating medium over a
discontinuity between two structural elements, and a
preformed panel. The method comprises providing a
stress redistribution structure over the
discontinuity; and applying the coating medium over
the stress redistribution 



structure and such that the coating medium is in
contact with surfaces of the respective structural
elements adjacent the stress redistribution structure.


