
A flyback transformer which has a couple of U-shaped cores abutting on each
other's legs. Butted legs of the cores at least on one side are connected
by a conductive material containing adhesive, which is prepared by adding a
conductive material to an insulating adhesive at a percentage within a
range from about lwt% to 15wt%.    


