
A method of grinding a semiconductor using a grinding machine having a
chuck table for holding a semiconductor and a grinding means for grinding
the top surface of a semiconductor placed on the chuck table, comprising
the step of holding the ground semiconductor wafer carried out from the
chuck table after grinding by means of a wafer holding tray.    


