
ABSTRACT   AN IMPLANTABLE BIOMATERIAL AND A METHOD OF PRODUCING SAME   The
present invention relates to an implantable biomaterial and methods of
producing  same. In particular, the present invention relates to a method
for producing an  implantable biomaterial comprising (a) exposing a
biomaterial to an alcohol-containing  solution for at least 24 hours.
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