
A liquid jet recording head comprises a constituting member formed from a
cured product of a resin composition comprising (1) a curable epoxy
compound, (2) a compound having a functional group reactive to the curable
epoxy compound and a fluorocarbon moiety, and (3) a curing agent.    


