
An inkjet ink composition for forming on a substrate a
wiring pattern that is uniform and has excellent
adherence; and a method of forming a wiring pattern
with the use of the ink composition. There is provided
an inkjet ink composition for drawing a wiring pattern
on a substrate, characterized by containing an azole
type silane coupling agent as the activator coupling
agent. 


