
The invention relates to a material and/or fuel that
is produced from biomass. Said material and/or fuel
can be produced according to a method, wherein the
biomass is treated at a temperature of above 100
degrees Celsius and a pressure of above 5 bar for a
duration of treatment of at least one hour. 




