
Extrudable polystyrene foam compositions having flame
retardant properties, flame retardant extruded
polystyrene foams, methods of making such foams, and
products comprising such compositions and foams are
provided. A flame-retarded extruded polystyrene foam
contains a flame retardant compound having the
structure: Formula (I) 


