
The present invention is a composition that includes
polycarbonate constituting about 65% to about 85% by
weight of the composition, polyester constituting
about 1% to about 10% by weight of the composition,
polyalkyl acrylate constituting 



about 1% to about 10% by weight of the composition,
and carbon black constituting about 10% to about 20%
by weight of the composition. The weight percents are
based on the entire weight of the composition. 


