" Abstract : "METHOD OF FORM NG COATI NG FI LM AND APPARATUS THEREFOR' An

apparatus for formng a coating film conprises a spin chuck for supporting

. a substrate with one surface facing upward and rotating the substrate about

a vertical axis, a first nozzle for supplying a solven m i §ing
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solution on a central portion of the substrate. The first ﬁ*second
nozzl es ar&lsufppacted by a head such that the supported nozzle noves
bet ween a droppi ng position above the substrate and a waiting position
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. An apparatus for forming a coating film, comprises
a.spin chuck for supporting a substrate with one surface
facing upward and rotating the substrate about a ver-
tical axis, a first nozzle for supplying a solvent of a

5 coating solution on the substrate, and a second nozzle
for supplying the coating solution on a central portion
of the substrate. The first and second nozzles are sup-
ported by a head such that the supported nozzle moves
between a dropping position above the substrate and a

10 waiting position offset from the substrate. The
solvent and coating solution are diffused along the sur-
face of the substrate by rotating the spin chuck.
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