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A~ 102
(i)  fabricating a first mold having a pattern of the optic
element;
104
/\/

(i) fabricating a second mold with a soft material by
using the first mold, the second mold having an opposite
pattern to the pattern of the optic element;

/\/ 106

(iii)) forming a nanocomposite layer on a substrate,
wherein the nanocomposite layer comprises nanoparticles
embedded therein, the nanocomposite layer having a
refractive index which is equal to or greater than 2;

A~ 108

(iv) placing the second mold onto the nanocomposite
layer and curing the nanocomposite layer;

~ 110

(v) demolding the cured nanocomposite layer from the
second mold to obtain the optic element.

FIG. 1
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FIG. 3K
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FIG. 4F
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Imprinted metalens
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Soft mold
FIG. 4C
FIG. 4D
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Siicon master mold
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