
The invention involves a high-barrier packaging
material comprising at least one outer layer of kraft
paper, at least one center layer of high-barrier
metallized polyethylene terephthalate, and an inner
layer of linear low density polyethylene. The
packaging material has excellent water vapor and
oxygen barrier properties. 


