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PREPARE BASE WAFER

!

PERFORM HEAT TREATMENT ON BASE WAFER (700°C OR

HIGHER AND 1000°C OR LOWER, 5 HOURS OR MORE)

!

BOND BASE WAFER AND BOND WAFER TOGETHER

y

TURN BOND WAFER INTO THIN FILM
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