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ABSTRACT 

A chemical mechanical polishing fastening fixture includes a fastening base and a 

fastening ring.  The fastening base includes an annular substrate having a first combining 5 

face and a plurality of protruded blocks annularly aligned on the first combining face.  Each 

protruded block is made of polyphenylene sulfide and includes a first buckling face.  The 

first buckling face is tilted from a root portion thereof toward an outer side of the protruded 

block along a plane radially extending from the annular substrate.  The fastening ring has a 

second combing face and a plurality of first grooves.  The first grooves are annularly aligned 10 

on the second combining face.  Parts of a flange of each first groove are constituted of a 

second buckling face, and the second buckling face is tilted from a root portion thereof toward 

the second combining face. 
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