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Providing a base plate having a first surface

Forming a first chip structure on the base plate, which 

is electrically connected to the first surface of the 

base plate

Forming an intermediary layer having a first 

interconnection surface. The first interconnection 

surface has a first interconnection region and a 

second interconnection region. A first solder ball is 

formed on the first interconnection region. A first pad 

is formed on the second interconnection region. The 

intermediary layer is electrically connected to the first 

surface of the base plate by means of the first pad

Forming a molding compound which seals the first 

chip structure, the intermediary layer and the first 

surface of the base plate. The first solder ball has a 

surface exposed from the molding compound. There 

is a preset height between the exposed surface of the 

first solder ball and the first interconnection surface 

of the intermediary layer
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FIG. 5E 

  



10 / 18 
 

 

 

 

10

20

52
30

51

400 21
60

101

102

34
33
35211

311 312' 31 32321

 

 

FIG. 5F 
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FIG. 5G 
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FIG. 5H 
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